
The ongoing miniaturiza-
tion of electronic compo-
nents, including mobile
phones, PDAs, pagers,
instruments, and remote
controls, has resulted in an
increased demand for hand-
held enclosures. Between
off-the-shelf and cus-
tomized handheld enclo-
sures, many choices of
style, material, color, finish,
and size are available. 

Materials 
The most common materials used for handheld
enclosures are plastic and aluminum (see table).
ABS and polycarbonate plastic are used for most
applications for economy. Die-cast aluminum is
used for applications requiring higher strength,
rigidity, and high EMI/RFI protection. 

Construction
Most handheld enclosures are constructed in two
basic styles: traditional and clamshell. Traditional
two-piece designs consist of top and bottom shells
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Selecting portable/
handheld enclosures

joined together by screws, which are generally
inserted from the bottom or occasionally from the
top. 

Clamshell designs consist of four pieces: top and
bottom shells, as well as front and rear panels. The
front and rear panels are captivated between the top
and bottom shells, which are joined together with
screws. Both top and bottom shells could have
molded-in guides and mounting bosses for compo-
nents and circuit boards. 
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Note: Property values may vary for different brands of proprietary materials.
Consult manufacturer for exact values.
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The traditional design is comparatively less expensive
and easier to seal with a gasket. The clamshell design
provides more flexibility in locating and accessing
components. Clamshell designs also allow front pan-
els to be made of a different material, color, or trans-
parency, but they are more difficult to seal environ-
mentally. 

Handheld enclosures are available in a variety of
shapes, including rectangular, T shape, round, and
cylindrical. The actual shape depends on the individ-
ual application. 

Shielding/environmental sealing 
Many designs also have gaskets that provide environ-
mental sealing to meet NEMA and UL specifications.
Gaskets are typically constructed of EPDM, neo-
prene, or polyurethane materials, depending on the
application. 

For low-volume applications, extruded gaskets offer
the most economical solution. They are cut and
assembled into the molded grooves on the enclosure's
mating edges. 

Many manufacturers have begun using form-in-place
gaskets. Most form-in-place gaskets use a two-com-
ponent polyurethane resin, although a one-piece-
molded unit that fits the shape of the box may be the
most economical method for larger quantities. 

For EMI/RFI shielding, diecast aluminum enclosures
offer the best protection. However, less-stringent
applications can use plastic enclosures coated with
conductive paint. The paint usually contains nickel,
copper, or silver powder, depending on the desired
conductivity level. Nickel is most common, least
expensive, and least conductive, while silver is
reserved for high-end applications, most expensive,
and most conductive. 
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For EMI/RFI applications, the gasket material needs to be
conductive, too. Many gasket suppliers provide conductive
gaskets impregnated with carbon or silver particles. Gaskets
having a wire-mesh jacket can also be used with metal
enclosures. 

Features 
Manufacturers offer many versions of handheld enclosures
with built-in features such as guides for circuit boards,
mounting bosses, compartments for a variety of batteries,
insert-molded areas on the exterior face for labels and
decals, and cutouts for displays. Some manufacturers, such
as Bud Industries, offer a secondary CNC machining serv-
ice for adding custom holes, cutouts, silk screening, pad
printing, and EMI/RFI shielding. 

The industry's most common colors are black, gray, and off-
white. If the design requires custom colors, it is best to
choose a Pantone or RAL color number. While most plastic
materials can use customized colors, such colors may
require minimum buys and longer lead times. 

Exterior surfaces of most plastic enclosures have fine tex-
ture finishes that prevent and hide scratch marks and other
minor imperfections. The interior surfaces are normally
smooth. 

Die-cast aluminum enclosures normally have smooth sur-
face finishes that can be further treated with chemical con-
version coatings such as iridite or alodine. These treatments
are generally applied to enhance corrosion resistance and
adhesion of paint or powder coating. 

When selecting a handheld enclosure, it is wise to select a
manufacturer who has a variety of styles and optional fea-
tures available in their standard line so that prototypes can
be quickly made with add-on custom features to meet your
exact need before production quantities are ordered.
Manufacturers who can also provide the custom modifica-
tion should be preferred for dimensional accuracy and one-
stop shopping


